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Nº: 26AN2267

CLASSIFICATION OF REACTION TO FIRE OF:
CONSTRUCTION PRODUCTS

The sample referenced as:

REACTION TO FIRE

"Espuma mineral ISINAC de 2cm a 6cm de espesor con 
autoadhesivo sin revestimiento textil"

has been tested according to the standards EN ISO 11925-2:2026 and EN 13823:2020 + 
A1:2022. The classification according to standard EN 13501-1:2018 is:

"C-s2,d0"
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Joan Risueño
Head of Fire Behaviour lab.

Date of Issue
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Applicant:

CALLE LOPEZ DE NEIRA 3, 3º, OFICINA 301, 
ES-36203 Vigo
Pontevedra
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